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Figure 1.
XRD analysis of powder produced at a temperature of 800(C. The peaks are indexed to the digenite phase of copper sulfide (Cu1.8S).
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Figure 2. Absorbance spectrum from powder produced at a temperature of 800(C. The powder creates a clear colloidal dispersion in chloroform.
