Supporting Information
Fabrication of Mn-CeOx /PPS functional composites by an in-situ reaction for low-temperature NO reduction with NH3
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1. The schematic diagram of Mn-CeOx /PPS functional composites
In order to better explain the fabrication method, the relevant schematic diagram of the process for the synthesis of the catalytic filter felt was showed in Fig. S1.
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Fig. S1 The schematic diagram of Mn-CeOx /PPS functional composites
