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Figure S1. XRD patterns of smectite Ca-3Ms and its modified nutrient-smectite complexes CC-3Ms, Car-3MS, His-3MS, and Arg-3Ms when air dried at room temperature (bottom) and after heating at 200 or 300 C (top) after: a). dispersion in water, b). reacting with AfB1 in water, c). dispersion in corn fermentation solution (CFS), and d) reacting with AfB1 in CFS.  
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