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Figure S1. Geometry of the cryostream nozzle with respect to the capillary.
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Figure S2. Overlay of the resulting diffraction patterns up to 40° 2q after five crystallization attempts. The temperature at which the data were collected are appended to the legend entries and the data offset in the y-axis to improve clarity.
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Figure S3. Surface plot showing diffraction data collected every 5 K on cooling from 243 to 98 K.
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Figure S4. Refined lattice parameters of crystalline crystal-II on cooling the liquid phase from 243 to 98 K. Crystallization occurred around 180 K.
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Figure S5. Effect on the difference plot when the empirical modeling of the hkl-dependent broadening is removed from the refinement of the crystal-II structure previously seen in Figure 3 of the main manuscript.
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