[bookmark: _GoBack]Supplemental Table 4. Relative Frequencies of Ceramic Surface Treatments in Dated Assemblages (Pluckhahn 2003; Menz 2015; West 2016).

	 
	N
	surface treatment as percentage of all identifiable (> 2 cm) pottery

	
	
	plain
	complicated stamped
	punctated
	red filmed
	zoned red filmed
	incised
	check stamped
	dentate stamped
	incised and punctate
	net marked
	ridge pinched
	simple stamped

	Phase 1
	TU 3, Feature 5
	166
	55.42
	43.98
	0.60
	 
	 
	 
	 
	 
	 
	 
	 
	 

	Phase 2
	TU 9, Feature 14
	9
	33.33
	66.67
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 

	
	TU25, Feature 7a
	78
	50.00
	47.44
	 
	 
	1.28
	1.28
	 
	 
	 
	 
	 
	 

	
	TU6, Feature 10
	18
	77.78
	22.22
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 

	
	Block A, Feature 57, Zone A
	396
	60.35
	39.14
	 
	 
	 
	 
	 
	0.25
	 
	 
	 
	0.25

	
	Block A, Feature 57, Zone B
	831
	58.12
	41.76
	 
	0.12
	 
	 
	 
	 
	 
	 
	 
	 

	Phase 3
	TU18, Feature 34
	105
	56.19
	39.05
	0.95
	1.90
	 
	1.90
	 
	 
	 
	 
	 
	 

	
	TU22, Feature 2
	1
	 
	100.00
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 

	
	TU25, Feature 7a
	78
	50.00
	47.44
	 
	 
	1.28
	1.28
	 
	 
	 
	 
	 
	 

	
	Block B, Unit B10, Feature 69
	333
	63.36
	30.93
	0.30
	3.60
	 
	1.50
	0.30
	 
	 
	 
	 
	 

	
	Block A, Feature 131, Zone B
	0
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 

	
	TU17, Level 4
	23
	65.22
	34.78
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 

	
	Block D, F191A
	93
	74.19
	9.68
	3.23
	2.15
	 
	5.38
	 
	 
	 
	4.30
	1.08
	 

	Phase 4
	Block A, Feature 131, Zone A
	17
	58.82
	41.18
	 
	 
	 
	 
	 
	 
	 
	 
	 
	 

	
	Block D, Feature 147B, Zone B
	482
	71.99
	11.41
	6.85
	4.36
	 
	3.73
	0.83
	 
	0.83
	 
	 
	 

	
	Block D, Feature 171
	303
	67.99
	20.79
	1.32
	8.91
	 
	0.66
	 
	 
	0.33
	 
	 
	 



aassemblage assigned to two modelled phases

