	Supplementary Table S2. Major element concentrations in weight percenta

	
	SiO2
	Al2O3
	Fe2O3(T)
	MnO
	MgO
	CaO
	Na2O
	K2O
	TiO2
	P2O5
	LOI
	Totals

	Undeformed granite from Sullivan et al. (2013)

	KL51
	70.54
	14.04
	3.00
	0.04
	0.32
	1.47
	3.61
	5.12
	0.34
	0.02
	0.84
	99.34

	KL42
	72.32
	13.20
	3.55
	0.05
	0.30
	1.33
	3.15
	5.58
	0.37
	0.09
	0.41
	100.35

	Granite-derived breccia

	KL102-B
	70.17
	13.17
	3.68
	0.06
	0.41
	1.61
	3.06
	5.37
	0.41
	0.11
	0.65
	98.70

	Homogeneous ultramylonite

	KL102-C
	71.50
	13.04
	3.78
	0.06
	0.40
	1.59
	2.95
	4.81
	0.33
	0.08
	0.31
	98.85

	KL106
	70.09
	13.30
	4.23
	0.06
	0.41
	1.70
	2.85
	4.97
	0.39
	0.11
	0.29
	98.40

	Average of KL102-B, KL102-C, and KL106

	Average
	70.59
	13.17
	3.90
	0.06
	0.41
	1.63
	2.95
	5.05
	0.38
	0.10
	0.42
	98.65

	
	
	
	
	
	
	
	
	
	
	
	
	

	a Analytical errors are +/- 0.01% for Si, Al, Fe, Mn, Mg, Ca, Na, K, P, and LOI; and +/- 0.005% for Ti
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