Table S4. Chemical composition of feldspar group minerals from hornfels sample ZPP12.

	
	celsian
	anorthite

	n
	3
	5

	
	wt.%
	wt.%
	S.D.
	Range

	Na2O
	0.10
	0.12
	0.03
	0.08-0.17

	Al2O3
	26.19
	35.53
	0.18
	35.26-35.74

	SiO2
	35.82
	42.62
	0.26
	42.26-43.03

	CaO
	1.00
	20.38
	0.17
	20.15-20.70

	K2O
	1.98
	0.10
	0.02
	0.08-0.13

	BaO
	34.85
	0.25
	0.11
	0.14-0.42

	Fe2O3
	0.89
	1.32
	0.34
	0.64-1.74

	Total
	100.82
	100.32
	
	

	Atoms per formula unit

	Ba
	0.81
	 
	
	

	Ca
	0.06
	1.02
	
	

	Na
	0.01
	0.01 
	
	

	K
	0.15
	 
	
	

	Al
	1.83
	1.95
	
	

	Si
	2.12
	1.99
	
	

	Fe3+
	0.04
	0.05
	
	


n = number of analyses; S.D. = standard deviation.
