Table S1. The calculated powder patterns for mazorite. Lines with relative intensities below
2% are omitted.

[%] d/4] h k| %] d/4] h k|
133 47767 1 0 1 57 10872 5 -3 5
156 35068 1 0 4 55 10700 5 -1 0
1000 32045 1 -1 5 23 10682 3 -3 15
825 28309 2 -1 0 24 10682 3 0 15
40 24353 2 2 1 20 10111 4 -1 14
63 2384 2 0 2 27 09994 4 -2 15
100 2352 0 0 9 36 09933 5 -2 10
137 22245 2 2 4 26 09549 3 -1 19
66 22080 2 -1 6 22 09436 6 -3 0
365 21216 2 0 5 23 09191 3 -2 20
209 19435 1 0 10 43 09052 6 -2 5
37 18462 3 -1 1 20 08898 5 -5 10
127 18092 2 -1 9 38 082 6 5 5
35 17491 3 -1 4 24 08619 4 -3 19
238 16977 3 -2 5 36 0826 5 -1 15
130 16344 3 0 0 37 0856 5 -4 15
79 16023 2 -2 10 33 08489 6 -4 10
37 14450 1 -1 14 35 08421 2 -1 24
112 14154 4 -2 0 24 08353 4 -1 20
134 13944 3 -1 10 33 08172 6 0 0
22 13422 3 -3 9 48 08131 6 -1 10
98 12948 4 -1 5 57 07919 7 -4 5
87 12630 2 -1 15 41 07916 5 -2 19
41 12128 4 -2 9 28 07901 6 -2 14
39 11774 4 -4 5 82 0781 7 -2 0
28 11716 3 -2 14 68 07844 6 -3 15
57 11442 4 -3 10 47 07762 3 -3 24




