Supporting information

[image: image1.wmf]20

30

40

50

60

20

30

40

50

60

2 Theta

TiO

2

 anatase reference

0.2 M TiCl

4

 - 30 min (anatase)


Figure S1. XRD patterns of anatase (0.2 M TiCl4 – 30 min) and reference
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Figure S2. XRD patterns of rutile (0.5 M TiCl4 – 2hrs) and reference

** The reference spectra of anatase and rutile were obtained from X'Pert HighScore.
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