Supplementary Materials
FIG. 1. HRTEM simulated images of bcc Mo without defect, taken from [110] zone axis.

FIG. 2. HRTEM simulated images of bcc Mo with a pure edge dislocation, taken from [110] zone axis. After comparison of the experimental and simulated image, the best imaging conditions are defocus of 70 nm and foil thickness of 6.7 nm.
FIG. S1
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FIG. S2
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