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Figure S1:Parent silica monolith nitrogen physisorption isotherm and and BJH pore size distribution
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Figure S2: a) SEM image of Cu-e copper, b)EDS spectra of Cu-e, c)SEM image of Cu-m, and d) EDS spectra of Cu-m

