Effect of catalyst concentration and high temperature activation on the CO2 adsorption of carbon nanospheres prepared by the solvothermal carbonization of β-cyclodextrin
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Fig S1: TEM image of (a) STC and activated STC at a PTSA to β-CD weight ratio of 2.5
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Fig S2: SEM image of PTSA char
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Fig S3: (a) TEM and (b) XRD spectrum of PTSA char carbonized at 800 oC.
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Fig S4: TEM image of STC at PTSA to β-CD weight ratio of 10

