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[bookmark: OLE_LINK6]FIG.S1 Elemental mappings images of (Ni,Fe)3Si2O5(OH)4core-shell spheres
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FIG.S2 Elemental mappings images of (Ni,Fe)3Si2O5(OH)4hollow spheres
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FIG.S3 Energy dispersive X-ray spectra of (Ni,Fe2+)3Si2O5(OH)4core-shell spheres
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FIG.S4 Energy dispersive X-ray spectra of (Ni,Fe)3Si2O5(OH)4hollow spheres
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[bookmark: OLE_LINK1]FIG.S5 XPS spectra of Fe2p of (Ni,Fe)3Si2O5(OH)4
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