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Figures [S1-S3]
Fig. S1. Pictorial view and SEM image of the femoral component of the hip joint
Fig. S2. (a) Blood accumulation in heparinized microcentrifuge tubes; (b) Centrifugation of blood at 2500 rpm, 4°C for 5 min; (c) Separation of RBC’s from plasma and leucocytes; (d) Pallet of RBC’s on dish after washing with PBS; (e) Preparation of 1 % RBC suspension (mixture of RBC and PBS) and squeeze this suspension on treated Co-Cr samples with pipette tube in well plate; (f) Final RBC pellet and supernatant obtained after incubation (37oC, for 1hr) as well as centrifugation on 2500 rpm at 4°C for 5 min.

Fig. S3. Experimental setup of electrochemical workstation

Table [S1]
Table SI. Corrosion parameters calculated by Tafel extrapolation method

