Table S1.  Principal Component Analysis of fiber traits of Gossypium arboreum accessions 
	PC
	Eigen value
	Proportion of Variation (%)
	

	1
	4.26
	56.12
	

	2
	2.23
	29.41
	

	3
	0.81
	10.68
	

	4
	0.24
	3.16
	

	5
	0.05
	0.63
	


